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the pull is stickiness strength. With stickiness strength instrument for testing.
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In 65 ° C to maintain 8 hours ,the label should not be warp, delamination,frothy and so on.
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Printing ink can not have overflow and printing color can not be uneven etc.
9 HEMAERIFEN (FQ- B RmMINQI M)

1920 px
-
@ d(,\, g N
7 ] §
o g

0
-0.5

120

5.4571: ¥labelIR25mm3E, —imtaME TR L, LL180° A A NRIES T F—inh, FIBRABIARGTT. ARG T,
Stickiness strength :Cut label into 25mm width ,one end paste on the plate , with 180 ° direction pulling the other end of the tape,
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The normal temperature test: The range of temperature on plate is -20 ~ 100 ° C . In 80 ~ 100 ° C to maintain 8 hours ,
the label should not be warp,delamination,frothy and so on. The range of temperature on plastic and carton is -20 ~ 65 ° C.

7. AHRIEE RN BN (MELKREE (PET) WWELERKIER) : iRE-20~65°C, J2E30~90%,

Temperature and humidity cycle test : Cycle conditions(stick on texture(PET) , stick on texture):In temperature
of -20 ~ 65 ° C and humidity of 30~90%to maintain 96 hours , the label should not be warp,delamination,frothy and so on.

FERCR T (R AIRAF

TPV Electronics (Fujian) Co., Ltd.
Hukik(Add): o FE AR EAE A T T ki B
Shangzheng, Yuanhong Road, Fuqing City,
Fujian Province, China

L i%(Tel): +86-591-85285555 85285559
f& B (Fax): +86-591-85285447
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1)According to the rule abut RoHS of TPV,All raw material and assistant material
and assistant material should accord with the rule of RoHS

2)All the stated substance of raw material: the actual content of
Cd/Hg/Pb/Cr/PBB's/PBDE's and Cd+Hg+Pb+Cr(aim at the packing material with
the product), should accord with the latest version of RD EMS-01<<The controlled
standard aboutenvironment substance for supplier>>.




